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Adsorption process has been gaining popularity as an effective alternative for separation 

processes. Two fundamental properties that influence the adsorption rate are the 

adsorption equilibrium and mass transfer limitation. The adsorption isotherm is obtained 

from batch studies. The mass transfer coefficients obtained from batch studies need to be 

extrapolated by matching the model with the experimental data. The mass transfer 

parameters are important in designing a fixed-bed absorber, commonly used in the 

industry. For dye adsorption on activated carbon, concentration dependent surface 

diffusivity is the most important mass transfer parameter and must be included in the 

study. The pore diffusivity should also be included to improve the accuracy of the 

simulation.  Therefore, the film-pore-concentration dependent surface diffusion 

(FPCDSD) model is identified as the best model to describe the adsorption rate of dye 

onto activated carbon.  

 In this study, a mathematical model for adsorption rate is developed based on the 

FPCDSD model. The governing partial differential equations (PDEs) are transformed to 

ordinary differential equations (ODEs) using orthogonal collocation (OC) method. These 



 v 

sets of ODEs are then integrated using the numerical algorithm DIVPAG (IMSL library 

subroutine), which is based on variable order, variable step method implementing 

backward differential formula (Gear’s Method) and is suitable for stiff system of first 

order non-linear ODEs. Programs written in FORTRAN 90 are used to extrapolate the 

mass transfer parameters by matching the simulation data with the experimental data of 

batch studies. The FPCDSD model is sufficiently general and thus can be reduced to 

describe other simplified models for liquid adsorption easily, e.g. the film-concentration 

dependent surface diffusion (FCDSD) model and the film-pore diffusion (FPD) model. 

 

Three set of experimental data from Choy et al. (2001) based on different masses were 

selected to test the applicability of the FPCDSD model in simulating batch adsorption. 

Simulation results show that, for acid dye/activated carbon system a single set of mass 

transfer parameters is able to match the simulation and experimental data using the 

FPCDSD model and the FCDSD model. However, ignoring the pore diffusion, there 

resulting a 30% differences in the surface diffusion. For Methylene Blue/PKS (different 

larger initial concentrations) systems, only the FPCDSD model could use a single set of 

mass transfer parameters. 

 

The FPCDSD model is then further extended to model the fixed-bed adsorber. A 

computer program written in FORTRAN 90 is developed. The PDEs for the axial and 

radial directions are discretised into ODEs using OC method. Column results showed that 

the retention time increases with increasing bed length and superficial velocity. 

Increasing the bed porosity, the residence time will decrease. Using the equilibrium 
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isotherm and mass transfer parameters obtained from batch studies and with a suitable 

correlation for film mass transfer coefficient, the fixed-bed model can be used to predict 

the breakthrough curve of column adsorption.    
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Proses penjerapan telah mendapat populariti sebagai satu pilihan proses pemisahan yang 

berkesan. Dua sifat dasar yang menentukan kadar penjerapan ialah keseimbangan 

penjerapan dan had pemindahan jisim. Isoterma jerapan didapati daripada pengkajian 

berkelompok. Manakala koefisien pemindahan jisim bagi pengkajian berkelompok 

diekstrak dengan pemadanan model dengan data eksperimen.  Parameter bagi 

pemindahan jisim penting bagi perekaan turus penjerapan tertetap, terutamanya yang 

digunakan dalam bidang perindustrian.  Bagi penjerapan pewarna pada karbon teraktif, 

penyandaran kepekatan jerapan permukaan merupakan parameter pemindahan jisim yang 

paling penting dan mesti dimasukkan dalam pengkajian. Jerapan liang juga mesti 

dimasukkan untuk meninggikan ketepatan simulasi. Oleh itu, model penjerapan filem-

liang-penyandaran kepekatan permukaan (FPCDSD) dikenalpastikan sebagai model yang 

terbaik untuk menghuraikan kadar penjerapan pewarna pada karbon teraktif. 

 

Dalam kerja ini, satu model matematik untuk kadar penjerapan telah diterbit berdasarkan 

model FPCDSD. Persamaan pembezaan separa (PDEs) telah ditransfomasikan kepada 
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persamaan pembezaan biasa (ODEs) dengan menggunakan cara kolokasi ortogon (OC). 

Kemudian ODEs ini dikamirkan dengan algoritma berangka DIVPAG (IMSL library 

subroutine), yang berdasarkan peringkat pemboleh ubah, cara berperingkat yang 

menampilkan rumus pembezaan terbalik (Gear’s Method) dan sesuai untuk ODEs tak 

linear berperingkat pertama yang kecerunannya mendadak. Program yang dituliskan 

dengan FORTRAN 90 digunakan untuk mendapat parameter pemindahan jisim dengan 

memadankan data simulasi dengan data eksperimen berkolompok. Model FPCDSD 

adalah umum untuk penjerapan bendalir dan boleh diturunkan untuk menghuraikan 

model lain yang diringkaskan seperti, model penjerapan filem-penyandaran kepekatan 

permukaan (FCDSD) dan model penjerapan filem-liang (FPD).  

 

Tiga set data eksperimen yang terpilih daripada Choy et al. (2001) berdasarkan jisim 

karbon teraktif yang berlainan digunakan untuk menguji keberkesanan model FPCDSD 

untuk menyimulasi penjerapan berkelompok. Keputusan simulasi menunjukkan satu set 

parameter pemindahan jisim memadankan data simulasi dengan data eksperimen dengan 

menggunakan model FPCDSD dan model FCDSD. Bagi sistem Methylene Blue/PKS 

(permulaan kepekatan yang berlainan dengan julat yang besar), hanya model FPCDSD 

dapat menggunakan satu set parameter pemindahan jisim. Namun, pengabaian 

penjerapan keliangan akan mengakibatkan perbezaan sebanyak 30% dalam penjerapan 

permukaan.  

Seterusnya, model FPCDSD dikembangkan untuk mengkaji turus jerapan tertetap. Satu 

program komputer yang menggunakan FORTRAN 90 telah diterbitkan. PDEs dalam arah 

paksi dan jejari didiskretasikan kepada ODEs dengan cara OC. Keputusan turus 
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menunjukkan masa mastautin meningkat dengam peningkatan ketinggian turus dan 

kelajuan superficial. Peningkatan keliangan turus akan memendekkan masa mastautin. 

Dengan keseimbangan isoterma dan parameter pemindahan jisim daripada pengkajian 

berkelompok dan korelasi yang sesuai bagi koefisien pemindahan jisim berfilem, 

peramalan model turus penjerapan tertetap boleh digunakan untuk meramal lenkungan 

pecah-terus bagi turus penjerapan.     
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